
 

CERTIFICATE OF ANALYSIS 
NO: DYC081411181 

Product name NICKEL ALUMINIUM ALLOY 50-50% 
CAS Number 12635-29-9 
Molecule Structure NI,AL 
Batch number 20140520 
Manuf.  Date  2014-05-20 
Testing Date: 2014-05-20 

 

 

 

Items Standard Result 

Appearance Silk random powder Comply 

Ni content 48%-50% 48.36% 
Al content Remain amount. 
Graininess 80-120mesh Comply 
 
 
 
 
 
 
 
 
 
 
 

 

ADD:RM 1118, NO.I BUILDING, BAIYUN TOWER, JIANGGAN AREA, HANGZHOU CITY, CHINA 
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