
CARBON BLACK SPECIFICATION 

   Carbon Black S430(Executive standard:GB3778-2003) 

Test Items Measured 

Value 

Limits Methods 

Particle Size    nm 27   

Tint Strength    % 120 
 

 

Iodine absorption   m2 / g 86  ASTMD-1510 

DBP Oil Absorption 

  CC/100g 
Powder 68  ASTMD-2414 

Granular 59 

Ash          %≤  0.7 ASTMD-1506 

Volatile content %≤  0.5  

Impurity      

325 mesh sieve residue  ppm≤  20 ASTMD-1514 

Heating loss  %≤   1.5 ASTMD-1509 

Blackness    

PH value 7.2   


