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Certificate  Of  Analysis 

Test Sample:S470          Executive Standard:GB3778-2011 

Batch No.:                 Test Date:                       

 

Approved by: Chen Long               Tested by: Luo Yun        

Test Items Measured 

Value 

Limits Result 

Tint Strength    % 112 108-124 qualified 

Iodine absorption   g/kg 119 121±5 qualified 

DBP Oil Absorption   ml/100g 113 121±5 qualified 

CTAB Adsorption Surface Area 

m2
/
 g

 

108 102-120 qualified 

Heating loss     %≤ 0.82 1.5 qualified 

Particle Size      nm 25   

Ash             %≤ 0.8 1 qualified 

Conclusion: Upon inspection, all the test items are qualified with 

executive standard  GB3778-2011 


