
                                                                        Invoice No.: QDBEST160605
 Date: JUN. 
21, 2016

CERTIFICATE OF ANALYSIS

TEST ITEM: POLY ALUMINIUM CHLORIDE 30% MIN WHITE POWDER 

Quality 
Standard GB 15892-2009 Analysis Date 2016-06-20

Item Value Analysis Result

(AL2O3)CONTENT:                  %≥ 30 30.1

BASICITY 40-70 50
WATER INSOLUBLE MATTER    0.3         0.20
(Pb)                       %≤ 0.0005   0.0001
(As)                       %≤ 0.0005        0.0002
(Cd)                       %≤ 0.0005        0.0005
(Hg)                          %≤ 0.00002 0.00001
PH VALUE 
(1% CONTENT IN WATER)     3.5---5.0     4

APPEARANCE WHITE POWDER
Conclusion Best Grade of  I  Type
Check LI ZHEN Test GAO YUAN YUAN


