CHENGDUYANCEYIMPORT& EXPORTTRADE CO.,LTD
CHENGDU YANXI

'NO. 18TH VANKE NORTH STREET, CHENGHUA DISTRICT, CHENGDU CITY , SICHUAN PROVINCE

QUALITY INSPECTION REPORT

Date: 20161214

HYDROGEN REDUCED Manufacture
Product Name IRON Date Dec.12, 2016
Lot Number 20161212 Analysis Date Dec.14, 2016
CAS Number 7439-89-6 Lot Quantity 30,000 kg

Sample Status Powder, packing sound

Inspection basis YB/T5138-93
ITEMS RESULTS
Appearance Dark gray powder,no oxidation rust, no extraneous inclusions
Fe(%) =98.0
Si(%) <0.15
S(%) <0. 03
C(%) <0.01
P(%) <0.03
Hydrogen loss(%) §, 1=0. 2
Hydrochloric acid <0.15
insolubles(%)
Specific gravity (g/em?®) 2.5
Particle Size (mesh) 325
Liquidity (s/50g) 30-35
Conclusion Conform to the standard of YB/T5138-93
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http://yan-xi.lookchem.com/



