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CERTIFICATION OF ANALYSIS 
Titanium Dioxide  LA101 

 

 

 
Get sample’s time:10-10-2016 

 
Department: Inspection Bureau 

 
TiO2 Anatase LA101 

 
Analysis NO.:161010LM-TDR585 

 
LOT NO:161010 

 
Inspection time:10 -10-2016 

 
Iterm 

 
Specs 

 
Result 

 
TiO2 % 98.0min 98.5 

 
Whiteness 98.5 min 98.7 

 
Tinctorial power(compared to 

standard sample) ≥ 

100 min 101 

 
Oil absorption g/100g 23 max 21 

 
105℃ Moisture % 0.46 max 0.45 

 
Solution In Water % 0.5 max 0.4 

 
Residue  (45um)% 0.1 max 0.05 

 
PH Value 6.5-8.0 7.0 
Brightness 97.5min 97.6 
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